Sastav (maseni udjeli u %)
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K S Do P Q V W T L LL
Portland cement CEM | 95-100 0-5
Portland cement s dodatkom | CEMIVA-S | 8094 | 62 | | 0 | ] 05
zgure CEM I/B-S 65-79 21-35 0-5
Portland cement s dodatkom CEM IVA-D 90-94 6-10 05
Si0, prasine
CEM I/A-P 6-20 0-5
Portland cement s dodatkom | CEMI/B-D D T A I T e e e e 05
pucolana CEM I/A-Q 6-20 0-5
CEM II/B-Q 21-35 0-5
CEM I/A-V 05

Portland cement s dodatkom
leteceg pepela

CEM 1I/B-W 65-79 21-35 0-5
Portland cement s dodatkom | CEMIA-T | S I D e T e e - T e 05
pecenog Skriljevca CEM I/B-T 65-79 21-35 0-5
CEM I/A-L 80-94 6-20 0-5
Portland cement s dodatkom | CEMWB-L | €579 | | | | G e 05
vapnenca CEM I/A-LL o9
CEM II/B-LL 65-79 21-35 0-5
L CEM I/A-T 80-94 < 6-20 > 0-5
POt and M AN GOt O f=mmm oo oo CCCoooosooooooooooooooooogsoooosooooo
CEM II/B-T 65-79 < 21-35 > 0-5
CEM II/A 35-64 36-65 0-5
CEM 1l Metalurski cement CEM lI/B 20-34 66-80 0-5
CEM IIl/C 5-19 81-95 0-5
i CEM IV/A 65-89 S 11-35 > 0-5
PUCOIANSKI CEMENT & oo oo oo nloo S eonnonennnoonns s
CEM IV/B 45-64 S 31-50 > 0-5
L CEM V/A 40-64 18-30 < 18-30 = 0-5
oSt o e el s et ) Rl Sl RERERS SRR
CEM V/B 20-38 31-50 = 31-50 = 0-5
@ Vrijednosti u tablici odnose se na zbroj glavnih i sporednih dodatnih sastojaka. 9 U portland-mijeSanim cementima CEM II/A-M i CEM Il/B-M, u pucolanskim cementima CEM IV/A
v Udio Si0, praine ogranicen je na 10%. i CEM IV/B i u mijeSanim cementima CEM V/A i CEM V/B, glavni sastojci, pored klinkera, moraju

biti oznaceni oznakom cementa.



